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1- International Organization for Standardization

2 - International Electrotechnical Commission

3- International Organization of Legal Metrology (Organisation Internationale de Metrologie Legale)
4 - Contact point

5 - Codex Alimentarius Commission
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ASTM C1064/C1064M: 2012, Standard Test Method for Temperature of Freshly Mixed
Hydraulic-Cement Concrete
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2-1 ASTM C172, Practice for Sampling Freshly Mixed Concrete

2-2 ASTM C670, Practice for Preparing Precision and Bias Statements for Test Methods for
Construction Materials
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